
Date: 11/28/2023 Location:

Material:
CT DOT ASTM

Sieve Wt. Ret. % Retained Total % Ret. % Passing Form 816 C33
3/8" 0 0.00% 0.00% 100.00% 100% 100%
#4 12.12 0.24% 0.24% 99.76% 95-100% 95-100%
#8 373.55 7.48% 7.72% 92.28% 80-100% 80-100%

#16 1039.16 20.80% 28.52% 71.48% 50-85% 50-85%
#30 1266.34 25.34% 53.86% 46.14% 25-60% 25-60%
#50 1157.45 23.17% 77.03% 22.97% 10-30% 10-30%

#100 729.22 14.59% 91.62% 8.38% 2-10% 2-10%
#200 314.05 6.29% 97.91% 2.09% 0-3%
Pan 104.64 2.09% 100.00% 0.00%
Total 4996.53

F.M. 2.59 - 2.3 - 3.1

Tested By: Mike Kimball

Plant #5

Concrete Sand/Pool Sand Blend 




